






























































































































































10. APPENDIX B — AMS 1435A Evaluation of LithMelt Deicer
SMI, Inc.

Miami, FL
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SMI, Inc.

12219 SW 131 Avenue Phone: (305) 971-7047
Miami, Florida 33186-6401 USA Fax: (305) 971-7048
Attn: Claudio Manissero Date 27-Apr-2009
FMC Corp . Lithium Division
Seven Lake Point Plaza SMI/REF:  0804-382¢s

2801 Yorkmont Rd Suite 300
Charlotte. NC 28208

Product LITHMELT DEICER (Lithium Potassium Acetate Solution)

(received 25-Apr-2008)
Dilution As received
Storage Stability testing per AMS 1435A
FLUID. GENERIC DEICING/ANTI-ICING
Runways and Taxiways
3211 Storage Stability The fluid. after storage 1n accordance with ASTM F 1105

shall not exhibit separation or increase in turbidity compared to unaged fluid
Any increase in turbidity shall be reported but shall be acceptable if removed
by mild agitation

No evidence of separation or increase in turbidity.

Result______Conforms

Respectfully submitted.
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Patricia D Viani. SMI Inc.
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SCIENTIFIC MATERIAL INTERNATIONAL
www.smiinc.com





